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TEST REPORT
REPORTNO.  : C20020857
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LILING SPRING CERAMICAGLASSWARE CO, LTD

'SHENTAN TOWN LILING HUNAN.CHINA

ATTN:LISIONK ZHANG,

TEST(S) CONDUCTED:

EXTRACTABLE LEAD & CADMIUM TEST ACCORDING TO BUSOUEEG

‘SAMPLE DESCRIPTION PROVIDED BY CLIENTS:

SAMPLEDESCRITION  ©  MUG (SIZEDBS * HYCM)

ORDERISTYLENTEMNO, :  KASTOSLY

SUPRLIER © LILING SPRING CERAMICEGLASSWARE INDUSTRY CO, LTD

BUYER © BESTHOUSE EUROPEA'S

COUNTRY OF ORIGIN CHINA

‘SAMPLE DESCRIPTION ASSIGNED BY L ABORATORY:

DATE RECEIVED : APR 13,2005 (AM)

DATE TESTED : APR 13- APR20, 2005

SAMPLE COLOR DESCRIPTION

foof)  WHITE FORCELAINMUG

TEST CONGLUSION:

SAMPLE TEST ITEM ‘GONCLUSION
(001) | EXTRACTABLE LEAD 8 CADMIUM TEST ACCORDING TO BUSO0EEC A

RewARe

(1) HE RESULT RELATESONLY TOTHE TEMS TESTED.
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